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In this Issue:
Most of this issue is about SAWs-not the cutting kind, with teeth, but surface acoustic

wayes. These are like the waves or ripples that radiate outwards from the spot where a pebble
is dropped into a pond. Instead of water, the surface acoustic waves described in this issue
propagate on the surface of a solid, such as a piece of quartz. Of course, the atoms in the solid
don't move as much as the water molecules do; one can't even see these SAWs. But it turns
out that by guiding and controlling these waves, it's possible to create electronic components
that perform useful functions and have advantages over other ways of performing the same
functions^ SAW devices include delay lines, filters, resonators, sensors for temperature,

pressure, force, or displacement, and various exotic processing devices such as correlators and convolvers.
The waves are called acoustic not because you can hear them but because they are vibrational rather than
electromagnetic waves. Their operating frequencies are by no means limited to audible frequencies. Some SAW
devices operate In the gigaherlz range and find applications in sophisticated radar systems.

The articles in this issue represent both an introduction to SAW devices and a discussion of the work being
done on them at Hewlett-Packard. Delay lines and lilters are described in the article on page 3, resonators on
page 9 and sensors on page 18. The article on page 11 discusses how SAW resonators are made (many
integrated circuit processing techniques are used) and the article on page 15 tells about the first SAW device
used in an HP instrument, a 280-megahertz SAW resonator (pictured on this month's cover) that replaces a
quartz crystal resonator in the 85588 and 85684 Spectrum Analyzers. Associate editor Ken Shaw had a good
time editing these articles because he wrote his doctoral thesis many years ago on SAW devices. He's working
on another article on SAW signal processing for an upcoming issue.

Among the integrated circuit techniques sometimes used in making SAWs is electron beam lithography. Our
May 1981 issue was all about this technology and HP's high-speed electron beam lithography system. A fact of
life in electron beam lithography is that electrons scatter when they hit a solid target, so when you try to expose
very fine lines (less than a micrometre wide) very close together on a layer of electron-sensitive material, the
contour of a given line may be affected by the presence of nearby lines. This is called proximity effect. On pages
21 and 24, lour Hewlett-Packard scientists report on research into methods of controlling this effect.

December is our annual index issue. You'l l f ind this year's index on pages 28-32.
-R.P. Dolan
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Surface-Acoustic-Wave Delay Lines and
Transversal Filters
Novel, simple and compact electronic devices can be
realized by exciting and detecting acoustic waves electrically
on the surtace of a solid. Technological advances in low-
loss delay lines and bandpass filters are discussed.

by Waguih S. lshak, H. Edward Karrer and William R. Shreve

URFACE WAVES are familiar to anyone who has
thrown a pebble into a pond and watched the con-
centric ripples emanate from the splash. These

waves carry energy outward from the splash at a velocity

dependent on the properties of the medium and the mag-
nitude of the restoring force, in this case water and gravity.
An observant person on the shore would notice that a cork
floating on the surface would follow an elliptical path in a
vertical plane as the wave passed [Fig. 1a). An observer,
perhaps a fish, at the bottom of a deep pond would not feel
these waves since they are confined to a surface layer about

one wavelength thick.
Surface waves also can exist on solids. These waves were

f i rs t  ana lyzed by  Lord  Ray le igh  in  1885.1  H is  work
explained one of the classic problems of geology in the last
century, that is, how to locate an earthquake by interpreting
seismogram recordings from several locations. Rayleigh
showed that an earthquake not only generates longitudinal
(compressional) and transverse (shear) waves which tend to
follow chordal paths through the earth, but also surface
waves which travel at a slower velocity around the earth's
circumference. The surface waves are guided by the stress-
free boundary between the earth and its atmosphere. These
waves cause the largest ground motion in an earthquake.

During this century, surface waves were extensively
studied by the Russian scientist Viktorov.2 He showed that

Fig. 1. The amplitude of the motion of particles in a medium
disturbed by the passage of a surface wave decreases with
the depth of the particle below the surf ace. ln a liquid (a) the
motion at the surface is in the opposlte direction from motion
in a solid (b).
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surface waves on a solid have a surface particle motion that
is retrograde elliptical and opposite to the motion of a
particle caused by a surface wave on water [Fig. 1). He also
showed that the amount of particle motion falls off expo-
nentially with depth below the surface.

A real breakthrough came in 1965 when White and Volt-
mer discovered an easy way to generate and detect surface
acoustic waves (hereafter abbreviated SAWs) in the
laboratory.3 They used metallic interdigital transducers
(IDTs) deposited in a vacuum on a piezoelectric substrate
(Fig. z). In an IDT the fingers are spaced by tr/2 where tr:v/f.
Here f is the excitation frequency, v is the surface wave
velocity, and tr is the wavelength.

When an alternating voltage of frequency f is applied to
the IDT, an electric field is created between adjacent fin-
gers. A strain field is also generated because of the elec-
tromechanical interaction in the piezoelectric substrate.
This strain field is an imprint of the IDT and propagates
away from the IDT in both directions as a surface wave. The
surface wave can be detected by a second remote IDT as the
SAW passes through it because the surface wave canies
with it an electric field via the piezoelectric effect which
generates a voltage between adjacent IDT fingers.

This advance in SAW excitation initiated a new wave of
interest in SAW devices to capitali.ze on their novel proper-
ties. Such devices are small because surface-wave velocities
are typically 3000 metres per second, five orders of mag-
nitude slower than electromagnetic waves. The IDT is a
planar structure that can be made with a single metalliza-
tion step. Advances in microelectronic fabrication and
photolithography brought about by the booming semicon-
ductor industry were immediately applicable to the emerg-
ing SAW technology. The growing research led to new
piezoelectric materials and material cuts optimized for par-
ticular requirements such as temperature stability or large
fractional bandwidth.

The advance of SAW technology can be traced in more
detail by the interested reader who examines some review
articles, special issues oftechnical publications, and books
published in the field.a-s

Delay-Line Filters
Delay-line filters were among the first SAW components

to be used in circuits. The impulse response of these filters
can be accurately controlled in both amplitude and phase,

and their nondispersive nature leads to a linear change of
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RF Input

Fig. 2. (a) Basic configuration for a surface-acoustic-wave
delay line. The absorbing layer at each end reduces reflec'
tions from the edges of the substrate. (b) Scanning electron
microscope photograph of a section of a typical interdigital
transducet at 2300 x. The varying lengths (apodization) of the
electrodes are chosen for a desired response.

RF

Fig.3. Equivalent circuit fot an interdigital surface-acoustic-
wave transducer (lDT).

phase with frequency. It is even possible to distort the
filter's phase response intentionally to compensate for
phase shifts in matching networks or other circuit compo-
nents.

The key element in SAW filter design is the interdigital
transducer; it couples the electrical signal to the acoustic
waveform and thereby determines the filter impedance and
frequency response. The transducer can be modeled by the
equivalent circuit in Fig. 3. Fora transducer consisting ofN
pairs of electrodes NA wavelengths long, these circuit ele-
ments are

Co : NN6\ (eo+eo)

G : Go [sin(x)/x],
B : Go [sin(zx)-zx]/(zxz)
Go : Bk2 v, (eo+eo)N2N6

x : rr(f-flJN/f1

where tr1 is the wavelength at the transducer's center fre-
quency f1, eo is the effective dielectric constant of the sub-
strate, eo is that of air, k2 is the piezoelectric coupling coef-
ficient of the substrate, f is the frequency and v, is the
acoustic velocity under the transducer (the effects of
mechanical reflections from the transducer electrodes are
neglected in these expressions). Note that the transducer
conductance G is not constant with frequency. This varia-
tion largely determines the filter frequency response. If the
Iengths of the electrodes are varied (a technique called
transducer apodization, see Fig. 2b), the frequency re-
sponse can be tailored to a given application.

Initially, the use of SAW devices to provide filtering was
limited by the properties of the conventional interdigital
transducer. The transducer is inherently a three-port device

Fig. 4. Configuration for a SAW
delay line using three-phase uni-
directional lDTs. Multilayer metal-
lization is required because some
conductors musl pass over other
conductors in this design.

(a)
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with one electrical port and two acoustic ports' In the con-
ventional filter arrangement [Fig. 2) the power is divided by
the launching transducer. Half is sent toward an absorber
and half propagates toward the output. At the output trans-
ducer, some of the signal (at most half) is delivered to the
load, some passes the transducer and is absorbed, and some
is reflected. Thus the minimum loss, 6 dB, is achieved when
the electrical ports are perfectly matched.

Unfortunately, this matching condition also maximizes
the reflection from the transducer. When the signal re-
flected by the output IDT reaches the input IDT pafi of it is
reflected back to the output. The doubly reflected signal is
detected at the output and causes passband ripple. This
triple-transit signal can only be reduced by mismatching
the transducer. For a delay line with identical transducers,
this can be expressed simply in terms of the normalized
conductance g:GZtwhereZl,is the load impedance. The
ratio of the single-transit signal amplitude to the input
signal amplitude is

single-transit -_ 2g
input  ( l+g) t

and the ratio of the triple-transit signal to the input is

triple-transit _
input

When the transducer is matched (glf), the triple-transit

signal amplitude approaches one-quarter of the single-

transit signal amplitude. This corresponds to 4 dB of ripple

on a nominal 6-dB-loss filter.
One solution to this problem of having either high inser-

tion loss or significant ripple is to use unidirectional hans-

ducers to couple all of the electrical energy into a single
acoustic wave. This el iminates one acoustic port and

thereby reduces the ideal minimum loss to 0 dB. Since there

are only two ports, the SAW delay line can be perfectly

matched and reflections can be eliminated. Unidirectional

transducers are made with phased arrays of electrodes, usu-

ally three or four electrodes per wavelength as shown in

Fig. a. This design complicates the fabrication process by

introducing multiple layers of metallization and compli-

cates the electrical matching by requiring multiphase exci-

tation voltages. However, most integrated circuits also re-
quire multilayer metallization so the SAW fabrication prob-

lem is not severe. On the other hand, the matching require-
ments limit filter bandwidth and increase the component
count. Three or four reactive elements are required at each
end of the three-phase transducer in Fig. 4.

Another design achieving unidirectional operation uses
pairs of bidirectional transducers spaced by one-quarter
wavelength and driven 90 degrees out of phase. The waves
from the pairs add in one direction and cancel in the other.
Sets of these pairs can be combined to give the desired
frequency response. As shown in Fig. 5, multilayer metal-
lization can be eliminated by running the ground electrode
between the groups. In general, two components are re-
quired to generate the phase shift and match this trans-
ducer. However, in practice a single inductor can be used.
The major drawbacks of this type of unidirectional trans-
ducer are the extra loss introduced by the meandering
ground and the presence of extra passbands introduced by
the periodicity of the groups.

SAW filters can give more rapid rolloff from passband to
sidelobe floor than any other type of UHF* filter. There are a
number of techniques to give the desired shape factor (the

ratio of 40-dB bandwidth to 3-dB bandwidth), bandwidth,
and sidelobe level with minimum insertion loss and com-
plexity, but these specifications are linked. Small shape
factors and low sidelobes require long transducers that in-
crease substrate size and progagation loss. Filter bandwidth
is limited by the acoustic Q as set by the crystal's piezoelec-
tric coupling coefficient. On ST-cut a-quartz, the material
used for stable operation over temperature, the maximum
fractional bandwidth that can be achieved without addi-
tional loss is about 3/o. On a stronger coupling material like
LiNbO3 (l i thium niobate) the l imit is about 2o1o, bf i
matching unidirectional transducers over a bandwidth of
more than 5% can be difficult.

SAW filters have unique capabilities and will be found in
an increasing number of military and commercial systems.
When designing SAW devices into circuits, it is prudent

not to overstate one's requirements since a particularly
stringent requirement may force compromises in other

. Ultrahigh lrequency, the range from 300 MHz 1o 3000 N,4Hz.

Fig. 5. Configuration for a SAW
delay line using grouqly7e uni'
d i rec t iona l  lDTs.  Th is  des ign
eliminates the need for multilayer
metallization by using a meander-
ing ground electrode pattern as
shown.
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specifications. For example, fractional bandwidths exceed-
ing about 5% lead to insertion loss above 7 dB or passband
ripple exceeding 1 dB. Sidelobe levels more than 40 dB
below the passband and shape factors less than 2:1 lead to
higher insertion loss and a maximum bandwidth of a few
percent. Therefore, filter specifications for particular appli-
cations should be considered carefully in light of the
tradeoffs that exist.

Bandpass Filter Design
SAW bandpass filters with a fractional bandwidth of Iess

than 5% can be accurately synthesized using a delta-
function model. Each gap between electrodes of different
phases is modeled by an impulse whose amplitude is pro-
portional to the electrodes' active overlap at the gap, A
computer program has been written to model both bidirec-
tional and unidirectional SAW IDTs. The program runs on
an HP 1000 Computer and has been tested extensively for
varicus filter configurations,

Inputs to the program are center frequency, bandwidth
and apodization functions. A library of apodization func-
tions is included to achieve various frequency responses.
The program represents the impulse response at each gap
location by a delta function and then computes the Fourier
transform to get the frequency response. The user can iter-
ate the input parameters to achieve the desired frequency
characteristics for each transducer and then, upon com-
mand, the program calculates and plots the combined filter
response in the desired format.

To verify the design concepts embodied in the program,
an experimental SAW filter was built at Hewlett-Packard
Laboratories. The filter consisted of two conventional
bidirectional transducers with a center frequency of 32t
MHz. The synthesis program generated the optimum trans-
ducer configuration and the filter was fabricated on a 2.5-
mm-square substrate of Y-cut, Z-propagating LiNbO3. Fig. 6
shows the frequency response of such a filter which is in fair
agreement with the model. Table I compares the design
parameters with the actual values. The combination of high
insertion loss (>10d8) and ripples (>1dB) necessitated
using another scheme for the IDTs.

As discussed earlier, several methods exist for realizing
unidirectional IDTs. Group-type unidirectional transduc-
ers (GUDTs) like those in Fig. 5 were chosen for several
reasons. ro First, they require only one layer of metallization

Table I
Comparison of Theoretical and Actual Parameters

for 321-MHz SAW Filter

Flg.6. Frequency response of a 321-MHz SAW filter using
bidirectional lDTs. The deslgn was generated by a computer
program developed at HP Laboratories.

which makes fabrication easy. Second, the minimum di-
mension is one-quarter wavelength, allowing frequencies
up to L GHz on LiNbO3 before the dimensions become fine
enough to make fabrication difficult. Third, matching and
phase shifting networks are much simpler than those re-
quired for three-phase unidirectional transducers.

The design program was modified to model GUDTs. The
modified program yields the matching network and the
optimum hansducer aperture (length of the finger elec-
trodes) to achieve both matching and unidirectionality.
This is done by using the equivalent circuit shown in Fig. 3
for each phase and requiring that the transducer input im-
pedance be equal to the source impedance and that equal
power (with 90'phase shift) be delivered to each phase. The
program was tested and proved to be accurate in predicting
the frequency response of GUDT filters.ll

To test the accuracy of the model, several filters were
built with identical transducers. The agreement between
the predicted and measured frequency responses was good
as demonstrated by the results for a 650-MHz filter in Fig. 7.
These results also illustrate the characteristic multiple
passband response of GUDTs caused by the periodicity of
the groups.

In practical filters, the sizes of the groups in the two
transducers are not the same. The extra passbands of one
transducer align with minima in the second transducer's
response. Thus, the extra bands are suppressed in the com-
posite filter response. Matching the transducers with in-
ductors further reduces these spurious responses. In most
cases, the extra bands are at least 35 dB below the main
passband level.

The output of the design program is fed into another
program to generate the final pattern generator tape for
production of the photomask. In this program, the electrode
positions are combined with bonding-pad locations to de-
fine the entire filter chip. After receiving and inspecting the
completed mask, the filters are fabricated using the proce-
dure described in the box on page 11 except that no

Parameter

Center frequency
IMHz)

Insertion loss
(dB)

3-dB bandwidth
(MHz)

Ripples (dB)

Design Value Actual Value

321,.4

<10

<0 .5

> 1 0  1 8

321. .4

11.0 (matched)
14.2 funmatched)

1.2 (matched)

0.8 (unmatched)
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Fig.7. Frequency response of a 650-MHz GIJDT filter with
identical transducers. Note the extra passbands caused by
the group periodicity. (a) Model prediction. (b) Experimental
result.

reactive-ion-etching step is required. These devices are
then tested using an HP Model Bb07A Network Analyzer.

Experimental Results
Several designs for GUDT filters at frequencies ranging

from 300 to 750 MHz have been studied. The piezoelectr ic
material used for its high electromechanical coupling factor
was 12Bo rotated Y-cut, X-propagating LiNbOe. The fre-
quency response of one of these f i l ters is shown in Fig. B.
The matching and 90" phase shift for each transducer were
obtained with a single 4-turn airwound 2-mm-diameter
coil. The figure shows the agreement between the model
and experiment over an octave bandwidth, the degree of
suppression of the extra bands achieved from a careful
choice of transducer groups, and the sidelobe suppression
caused by the matching coi ls. The f i l ter insert ion loss is 5.4
dB at the center frequency of 364 MHz, and the out-of-band
reiection is better than 40 dB.

In Fig. Bc the response is shown using expanded scales

: - : .  : : r  4 9 E . .

Frequency (MHz)

Fig .  8 .  F requency  response o f  a  typ ica l  GUDT SAW
bandpass filter. lnsertton /oss is 5.4 dB. (a) Model prediction.
(b) Experimental result. (c) Expanded display of the filter re-
sponse shown in (b). The bandwidth is 10.8 MHz and the
ripples in the group delay are less than 20 ns.
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(0.1 dB) to indicate how flat the response is. The passband
ripples are smaller than 0.01 dB. Also, we notice that rip-
ples in the group delay are less than 20 ns over the entire
10.8-MHz bandwidth of the fi l ter.
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Su rface-Acoustic-Wave Resonators
by Peter S. Cross and Scott S. Elliott

SURFACE-ACOUSTIC-WAVE (SAW) delay l ine
(see article on page 3) can be converted into a high-Q
resonator filter by enclosing the interdigital trans-

ducers (IDTs) with two periodic arrays of grooves as shown
in Fig. 1. Each array acts as an efficient reflector of surface
waves over a band of frequencies determined by the groove
period and depth. When two such anays are placed near
each other, a Fabry-Perot (laser-type) resonator is formed.l

Grating Reflectors
Because of its complex particle motion, a surface wave

largely decomposes into reflected longitudinal and shear
waves when incident upon an abrupt surface discontinuity
such as a crystal edge. Therefore, to reflect surface waves
back as surface waves efficiently, it is necessary to use an
array of a large number of small periodic surface perturba-
t ions (typical ly shal low etched grooves) as shown in Fig. 2.
Each edge of a groove has a small reflection coefficient r
which is proportional to the groove depth. The efficiency of
conversion into bulk modes is proportional to 12 and is thus
negligible for r<(1. At the frequency where the grating
period is half the surface acoustic wavelength, the reflec-
tions from all N grooves in the array add coherently to give a
power ref lect ion coeff icient p:161[z(2Nr). Thus R ap-
proaches unity as Nr is made large. The transmission coeffi-
cient T is just the complement of R (equal to 1-R).

To calculate the reflection coefficient as a function of
frequency, the grating can be modeled as a periodically
mismatched transmission l ine as shown in Fig. 3.2 The
ridge and groove regions are characterized by acoustic ad-
mittances Yo and Yr, respectively. Thus, there is a reflection
at each edge caused by the admittance discontinuity. Also
included in the model is a reactive element iB that is as-
sociated with evanescent bulk modes that are localized at

Fig. 1. Two-port sufiace-acoustic-wave resonator. The arrays
of grooves at each end reflect the surface waves excited by
the input lDT. The reflected waves consttuctively add at a
frequency largely determined by the periodicity ol the
grooves. Fig.3, Equivalent circuit model for a grating reflector

Fig,2, Slmp/e s urface-wave reflector using a periodic array ol
grooves etched to a depth h in the surface. R ls the reflection
coefficient and f ls the transmis sion coefficient for an incident
surface wave.

each groove edge. The main consequence of this reactive
energy is to shift the frequency f. at which the peak reflec-
tion occurs. Since the magnitude of B is proportional to 12
(and hence to the groove depth h squared), f. and the result-
ing resonator center frequency fo shift as a function of h.
Thus, although this effect makes it essential to maintain
good groove depth uniformity across a substrate, groove
depth adjustment can also be used to trim the frequency of a
completed resonator.

The magnitude and phase of the reflection coefficient of a
grating are shown in Fig. 4. The frequency dependence of
the magnitude is very similar to a sin x/x function, but with
a broadened and flattened central lobe whose width is
proportional to r. The reflection phase has a nearly constant
slope inside the main lobe and a sawtooth behavior in the
sidelobe regions. The constant slope near the center fre-
quency is mathematically equivalent to assuming that the
distributed reflection from the grooves originates from a
plane minor located a fixed distance Ln/Br inside the grat-
ing (tr, : wavelength at f.).3 As a result, the behavior of
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the reflection grating can be considered to be the same as

that of a localized plane mirror when making first-order

calculations of resonator properties.
The effect of the gratings on delay-line response is shown

in Fig. 5. Without the gratings, the delay l ine has a (sin x/x)2

response (for unapodized IDTs) with a relatively high inser-

tion loss because the IDTs are weakly coupled to the sub-

strate intentionally in a resonator configuration (Fig. 5a).

With the addition of the gratings, the reflected surface

waves make several passes through the cavity thereby in-

creasing the effective coupling to the IDTs at resonance.

The result is a narrow, Iow-insertion-loss peak that rises out

of the delay-l ine response (Fig. 5b)'

In the vicinity of the resonant peak, SAW resonators

tSAWRs) are accurately modeled by a series RLC circuit as

shown in Fig. 6.a The devices can have either one or two

transducers and therefore have either one or two electrical

ports as indicated. The one-port configuration has an

equivalent circuit consisting of a series RLC branch shunted

345 355

Frequency (MHz)

Fig.5. (a) Frequency response of a 350'MHz SAW delay line.
By adding grating reflectors at each end, a resonant peak is
obtained at the center frequency (b)'

by C6, the static capacitance of the IDT. This is identical to
the equivalent circuit of a bulk crystal resonator' In practice,
the reactance of the static capacitance often must be com-
pensated by using an external inductor to ensure that oscil-
Iation at spurious frequencies does not occur. In the two-
port configuration, the static capacitance individually
shunts the input and output ports but not the resonant RLC
arm. Thus, there is usually no necessity to compensate Ce
when using a two-port SAWR.

The ultimate performance of a SAW resonator is limited
by the various cavity loss mechanisms which include vis-
cous damping in the substrate, mode conversion in the
gratings and resistive loss in the electrodes. Most of the loss

(b)
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mechanisms vary directly with the geometrical features of
the device and can be minimized by proper design. Viscous
damping, however, cannot be eliminated and is therefore
the fundamental limitation to resonator Q and insertion
loss. The attenuation due to viscous damping increases as
the square of the resonant frequency and causes the
maximum achievable Q to fall at higher frequencies as
shown in Fig. 7. Furthermore, if there is a restriction placed
on the total allowable device length L, the Q also falls off at
low frequencies because of increased transmission through
the shorter gratings. Thus, the Q of SAWRs typicallyfalls in
the range of Sooo to 1oo,ooo.

The minimum resonant resistance for a single-mode res-
onator is plotted as a function of frequency in Fig. B on page
14. The curves are essentially inverted replicas of the q-
curves in Fig. 7 except that the minimum resistance rises
very rapidly (as f'"; at higher frequencies. The rapid rise
occurs because, in addition to increased viscous damping,
there are constraints on the minimum IDT metal thickness
and groove depth (taken as 30 nm in Fig. B) obtainable in a
practical situation. These constraints limit the transducer
size (and coupling strength) allowable for single-mode
operation which in turn causes high values of resonant
resistance for frequencies above 1 GHz.

(continued on page 13)

1000 10,000

Frequency (MHz)

Fig. 7. Unloaded Q yersus frequency as a function of the
length L of a quartz surface-acoustic-wave resonator.
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SAWR Fabrication

by Robert C. Bray and Yen C. Chu

To be competitive economically, surface-acoustic-wave res-
onators (SAWRs) must be fabricated using standard photolitho-
graphic and thin-f i lm techniques. A complete device consists of
aluminum thin-f i lm interdigital transducers ( lDTs) that are pre-
cisely positioned with respect to an array of etched groorres on the
polished surface of a piezoelectric quartz crystal. In the UHF
range (300 to 3000 MHz) where SAWRs find most applications,
the patterns have l inewidths of a few mlcrometres or less (e.9.,
1-pm-wide l ines and spaces correspond to a resonant frequency
of about 800 MHz). Thus, the fabrication process described
below (see Fig. 1) was devised to al low definit ion of the lDTs and
gratings by a single, high-resolut ion photol i thographic step to
avoid dif f icult ,  i f  not impossible, pattern al ignments.

The process starts with a highly pol ished 5-cm-diameter, 0.5-
mm-thick wafer substrate of single-crystal quartz on which a
number of devices can be fabricated simultaneously. The wafer is
cut from the crystal boule at a precise angle that is chosen to give
a zero delay temperature coefficient at a given temperature. The
backside of the wafer is roughened to reduce specular ref lect ion
of any bulk acoustrc waves that may be excited by the surface
wave transoucer.

Because the pol ished surface and the crystal l ine structure of
the substrate are important, the wafers are inspected before
processing begins by etching the quartz surface sl ightly so that
any crystal defects are delineated.

The photolithography is done using standard photoresist pro-
cessing with the maskto-waler pattern transfer done by using an
aligner that brings the wafer and mask into iniimate conracr,
Linewidth variations must be kept within 5olo dcr.oSS the wafer to

reduce the spread in resonant frequencies to an acceptable
tolerance. Because the quartz is so highly pol ished and the pat-
terned lines are so narrow, adhesion of the photoresist is often a
problem. To promote adhesion and to reduce ref lect ions during
exposure, a 5-nm-thick t i tanium layer is f i rst deposited by electron
beam deposit ion.

After painstaking cleaning, a 0.4-g.m thick layer of photoresist is
spun on the wafer. The negative image of the interdigital trans-
ducer and grating patterns is defined by contact exposure. To
faci l i tate good l i f t ing after the aluminum evaporation later, the
photores is t  i s  g iven  an  overhang s t ruc tu re  (F ig .  2 )  w i th  a
chlorobenzine soak before development. After development the
exposed port ion of the underlying t i tanium is etched away, leav-
ing fresh areas of the quartz surface for the aluminum deposit ion.

After the photoresist is baked, copper-doped aluminum is de-
posited at a very slow rate to a precisely control led f inal thickness.
Aluminum is chosen as the metal l izat ion in the IDT region because
its acoustic impedance closely matches that of quartz. Reflec-
t ions from f ingers of any other metal would be unacceptably large
for a high-Q SAWR. Copper doping is used to strengthen the
aluminum and prevent metal migration that is observed at the high
power dissipation desirable for low-phase-noise osci l lators.

The remaining photoresrst is softened and lifted off the surface
of the wafer by soaking the wafer in acetone. This removes the
unwanted aluminum layer overlying the resist,  leaving behind the
desired pattern on the quartz surface. Then the wafer is covered
with a new layer of photoresist which is patterned and developed
to protect the IDT regions from further etching. Using the exposed
parts of the aluminum pattern for a mask, the grating ref lector
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Fig, 1, Fabrication process for SAW resonators

Fig,2, Scanning electron microscope photograph of photo-
resist pattern showing overhang structure desired for good
alu mi nu m liftoff p atter n i ng.

grooves are etched into the quartz wrth a CFal02 reactive ion
etching (RlE) process, Good control of al l  process parameters
(pressure, gas f low rates and RF power) is the key to uniform,
repeatable groove etching. After the grooves are etched the
exposed aluminum is removed and then the resist protecting the
lDTs is str ipped.

Gold bonding pads are required for making contact to the
external world. To avoid the formation of gold-aluminum inter-
metal l ic compounds, t i tanium-platrnum transit ion layers are de-
posited between the lDTs and the surface of the bonding pads.

At this ooint in the orocess the devices are functional and can
be tested to determine the average resonant frequency on the
wafer. The resonant frequency is highly sensit ive to IDT metal
thickness and grating groove depth. For example, an 800-MHz
SAWR designed with aluminum fingers 45-nm thick varies by 500
kHz or 620 ppm in center frequency as the IDT metal thickness
varies between 40 and 50 nm, For this reason, i t  ls usually neces-
sary to tr im the devices to achieve acceptable yields for an inital
frequency specif icat ion of !50 kHz or better, This tr imming is
accomplished by placing the entire wafer back into the RIE sys-
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tem and using the IDT metal l izat ion as a mask. As a result,  the
lDTs are eftect ively raised up on quartz pedestals which in-
creases the stored energy in the IDT region and lowers the reso-
nant frequency.l

Next the wafer is sawed into individual devices which are
cleaned and heat treated. The individual SAWRs can now be
given a f inal frequency tr im before packaging.

The f inished chips are r ibbon bonded to a thick-f i lm ground
plane on a ceramic substrate, and wire bonded to the connector
pins. A nickel l id is brazed on after heat treatment in vacuum.

t' ry*"
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SAWRs versus Bulk-Acoustic-Wave Resonators
Although fundamental-mode SAW oscillators are some-

times compared to multiplied bulk-acoustic-wave [BAW)
oscillators at the same frequency, SAW and BAW res-
onators address different frequency ranges and thus are
not direct ly competing technologies. BAW crystals are use-
ful in the range of 100 kHz to 50 MHz for the fundamental
resonance mode. They are limited in frequency on the low
end by large size and high loss. Because fundamental-mode
crystals must be cut to a thickness of one-half wavelength,
they are limited at the high-frequency end by the fragility of
the thin crystal. Mechanical overtones of odd order may be
used to extend the useful frequency range to around 300
MHz, but problems with'unwanted nearby modes become
severe.

SAW resonators begin to be useful right where BAW
devices are limited (at 50 MHz) and span the frequency
range up to about 1 GHz. Large size is again the limiting
factor on the low end; at 50 MHz, one SAW resonator oc-
cupies an entire S-cm-diameter quartz wafer. At 1 GHz, the
dimensions for the IDT fingers and grooves become pro-
h i b i t i v e l y  s m a l l  f o r  p h o t o l i t h o g r a p h i c  p r o c e s s i n g
techniques. Devices have been demonstrated up to 2.6 GHz
using submicrometre electron-beam lithography.s The Ioss
caused by material viscosity increases rapidly with fre-
quency and dominates at frequencies above 1 GHz.

Typical parameters of interest for one-port SAWRs and
BAWRs are compared in Table I. Above 1 MHz, the un-
loaded Q in either case falls off with frequency. The circuit

parameters R' and C6 are comparable for both types of
resonators. Bulk-wave crystals exhibit better performance
in the areas of temperature stability and long-term stability.
The AT-cut of quartz supports bulk waves that have a near-
zero temperature coefficient at room temperature with vari-
at ions ofabout + 5 ppm in the 0"to 55"C range. Therecently
developed SC-cut offers still better performance.6 The best
temperature stability to date for SAW devices occurs for the
ST-cut of quartz. The temperature drift is a parabolic func-
tion with a zero linear temperature coefficient near 25oC

fdepending on the exact cut angles with respect to the
crystal axes). The quadratic temperature coefficient is ap-
proximately +35x10-e per 'C squared away from the
turnover temperature, corresponding to a drift of -r15 ppm

over a range of o" to 55'C.
Temperature-controlled, bulk-wave crystal oscillators

are usually chosen for precision frequency applications
because of the extremely good long-term stability (aging
rate) of BAW resonators. Aging dri f ts of less than 0.1 ppm
per year are obtainable. SAW resonators typically age at
rates between 1 and 10 ppm/year.

One of the major advantages of SAW devices is the easy
access to the acoustical energy along the signal path. It is
possible to choose the shape of the frequency response and
placement of the spurious modes by correct posit ioning of
the transducer electrodes and grating grooves. Access to the
surface waves also allows for a two-port, resonator-filter
design (Fig. 1). Because the capacitance between the two
IDTs is low, high rejection occurs away from the resonant
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Fig,8. Minimum resonant series resrstance versus frequency
for a single-mode quartz SAWR as a function of device
length L.

frequency, eliminating the need for external filters in oscil-
Iator design.

The low cost and high availability of bulk-wave crystals

are a result of the maturity of that technology. SAW res-
onators have been introduced only recently in the manufac-
turing environment (see box on page 15), BAWRs and
SAWRs are about the same size, but the latter can be fabri-
cated by planar, photolithographic processing techniques
(see box on page 11), as opposed to the careful machining
and polishing processes required for BAWRs. With con-
tinued process development and growing demand, it is our
belief that SAW resonators will soon be as inexpensive and
numerous as their BAW counterparts.

SAW Oscillators
SAW resonators are used primarily as frequency-control

devices in oscillators. The advantages of using a SAWR
rather than alternative frequency-controlling schemes (e.9.
LC circuits, coaxial delay lines and metal cavity resonators)
are high Q, Iow series resistance, small size and good fre-
quency stability. These attributes allow the design of small,
highly stable oscillators of high spectral purity in the 50
MHz to 1 GHz range.

The design of oscillators using bulk-wave resonators was
discussed in a previous HP ]ournal article.T It was noted
therein that frequency multiplication iauses phase noise
and sidebands to increase by 20 dB for every decade of
multiplication. To achieve low phase noise in the 50 MHz to
7 GHz range, it may thus be advantageous to use a
fundamental-mode, SAW-controlled oscillator rather than
the usual multiplied output of a crystal'controlled oscil-
lator. As an added benefit, fewer parts are needed because of
the elimination of the multiplying circuitry.

The most commonly used SAWR oscillators are of the
common-emitter (or Pierce) type and the common-base type
as illushated in Fig. 9. This figure depicts oscillators using

(continued on page 16)
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Table I
Comparison of surface-acoustic-wave resonators (SAWRs) and bulk-acoustic-wave resonators (BAWRs),

Parameter
BAWR One-Port SAWR

Frequency Frequency

Lowa,b Mediumb Hig6a'u Low Medium High

fo (MHz) 1 10 50 50 500 1000
Q 2 lo 20xl0s 1 to 10 x 1.0s B  t o  2 0 x 1 0 4 B  t o  1 5 x 1 0 4 12 to z0x70r I  t o  1 0 x L u r

R1( ( ) ) " 10 to 300 25 to 100 25 to 100 25 to 50 20 to 50 100 to 250
Lo  [P rJ 4 t o B 10 to 20 2 t o 4 1 . I o z

^grn8 [ppm/yearj 0.01 to 5 1 t o 1 0
Maxrmum Power
Dissipation (dBm)

- 1 0 - 1 5 -20 3 I

AtiAl for 0" to 55AJ (ppm) = 5 - =  I J _

Size (cm) 1 1 < 1 5 '1. < 1

Notes:
a. Data provided by E. Morgan and T. Schuyler, Colorado Crystal Inc., and f. Holrnbeck, Northern Engineering, Inc.
b. Data provided by I.A. Kusters, Hewlett-Packard Co.
c. R' is very temperature dependent for BAWRs. Data is for 25"C.
d. AT-cut quartz
e. ST-cut qua,rtz
f. Maximum power dissipation is closely related to long-term stability so this value may have to be reduced to approach

the very low aging rates of BAWRs.
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280-MHz Production SAWR

by Marek E. Mierzwinski and Mark E. Terrien

HP's Santa Rosa Technology Center has recently introduced
the first production surface-acoustic-wave resonator (SAWR) de-
veloped for use in a HewletfPackard instrument, l  The SAWR is a
single-port,  dual{ransducer device (see Fig. 1) resonant at 280
MHz (f6) with a typical packaged Q of 18,000 and a typical
spurious response of -8.5 dB at f0=300 kHz.

Although the individual processing steps required to manufac-
ture, test, and package a surface-acoustic-wave resonator are
similar to those required to produce semiconductor devices, the
unique propert ies associated with a surface-wave device did
create many manufacturing problems. The processing steps, the
test procedures, and the packaging scheme were al l  developed
so that the resonator would be an easi ly fabricated, price-
competitive drop-in replacement for an overtone bulk-wave crys-
tal resonator.

The original appl icat ion for this device was as a direct replace-
ment for a bulk-wave crystal resonator used at i ts 11th overtone.
The device was put into a hermetical ly sealed, nickel-plated
package that had a standard crystal configuration (Fig, 2). This
device is supported by a gold r ibbon bonded to two 1-mm-
diameter pins and is sealed in nitrogen wrth a resistance weld to a
hermetici ty leak rate less than . l0-8 standard cc of hel ium per
second.

Cleanliness is extremely important in the assembly and seal ing
process because any conductive particles larger than 2 p.m in
diameter can potentially short adjacent transducer electrode fin-
gers. The device cannot be passivated since the SAW energy is
confined to the surface of the quartz. A passivation layer would
increase the insert ion loss and lower the Q by damping the wave.
Even a monolayer of certain types of residue alters the electr ical
performance by an unacceptable amount. Thus, all the process-
ing and test ing must be done in a very clean environment. The
delicate, thin, aluminum transducer electrode pattern vvi l l  not
al low vigorous cleaning to remove contamination once i t  is
introduced.

The SAWRs are operated as one-port devices by bonding the
two interdigital transducers ( lDTs) in paral lel.  They can be mod-
eled with the equivalent circuit  shown in Fig. 6 on page 10. Al l
devices must meet the fol lowing specif icat ions:

Parameter Minimum Typical Maximum

Resonant
Frequency
{6 (MHz)

Resonant Series
Resistance Rr (O)

IDT Interf inger
^ ^ ^ ^ ^ i + ^ ^ ^ ^
v a p d u r t d t  t u v

co(pF)

Unloaded Q

Spurious Mode
Response (dB)
(fo*300 kHz)

279,860 280.000 280.140

35 60

2 .O

10,000 1 8,000

-8 ,5

Two-port prototype packaged devices have a series resonance
resistance of less than 240 ohms and one-half of the one-port
interf inger capacitance per port.  Al l  measurements are made in a

3.02 .5

- 6

r ar-.
;\- Jr\- Jr

Fig. 1. Microphotograph of HP 280-MHz one-port surtace-
acousti c-wav e resonator.

50-ohm system using an HP 1000 Computer that controls an HP
Model 8410 Network Analyzer and an HP Model 86604 Fre-
quency Synthesizer via an HP-lB interface. Because of the dif f icul-
t ies in wafer processing ard the str ingent center frequency re-
quirements, 53ol" of the devices are rejected before the packag-
ing state. 85% of the remaining devices are successful ly pack-
aged and go into stock. The absolute maximum continuous RF
power dissipation is +3 dBm. The packaged devices easi ly with-
stand the 309 shock and 75'C maximum internal operating tem-
perature tests to which HP instruments are subjected.

This SAWR was original ly designed as a pin-for-pin replace-
ment for a harmonic bulk-wave crystal ln a Colpit ts-type osci l lator
used in the HP Model B55BB and 8568A Spectrum Analyzers The
device provides a frequency-control led feedback path from a
capacit ive ladder network to the input of a bipolar transistor. The
main benef i ts of the SAWR in this appl icat ion are improved spuri-
ous response and a lower series resonance resistance. Fig. 3

Fig.2. The SAWR shown in Fig. 1 ts packaged rn a standard
crystal package as shown above.
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Fig.3. Frequency response for (a) a typical 280-MHz one-
port SAWR compared to (b) atypical eleventh-oveftone bulk-
acoustic-wav e cry stal.

displays the frequency response of a typical 280-MHz SAWR and
the bulk-wave crystal it replaces. The rmproved close-in spurious
response of the SAWR decreases the oscillator's phase noise.
The spur at fo+300 kHz is a transverse cavity mode that could be
suppressed by a simple redesign of the lDTs. However, the spur
causes no degradation of the oscillator performance for the cur-
rent application and so a redesign is unnecessary. Precise fabri-
cation control allows predetermination of the amount of feedback
needed for oscillation and the amount of lnductance needed to
resonate out the interfinger capacitance.

As a direct replacemenl the SAWR must be packaged as a
one-port device. This results in decreased out-otband rejection
and higher bypass interf inger capacitance. New applications
could use a two-port configuration, which offers much better
off-resonance rejection and eliminates the need to tune out the
bypass capacitance. The 280-MHz SAW device can be useo ro
provide frequency stability for any oscillator configuration or filter-
ing in many circuit  designs.
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two-port SAWRs, rather than one-port, to make the need for
further filtering unnecessary. In the common-emitter oscil-
lator of Fig. 9a the SAWR provides resonant feedback from
the collector to the base. Inductors are used to remove the
reactance (at resonance) caused by IDT capacitance. The
impedance and admittance elements Zr, Y t, 22 and Y 2 arc
chosen to hansform the impedances between the SAWR
and the transistor for optimum power transfer and the low-
est phase noise, Low phase noise is achieved by maximiz-
ing the power transfer through the SAW device while re-
taining a high loaded Q.

The common-base configuration (Fig. 9b) has potentially
less noise near the frequency of oscillation because no noise
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signal can be present at the base, which avoids the high
noise current gain between base and collector. However,
this oscillator is only conditionally stable which leads to
the possibilities of spurious oscillations, squegging, and a
higher noise floor far away from the fundamental signal
than exhibited by the common-emitter osci l lator. The
SAWR provides feedback between the emitter and the col-
lector. Since the current gain is less than unity, the LC
network transforms the impedance of the SAWR at the
collector to achieve a power gain large enough to cancel the
losses in the loop. These elements are also selected to en-
sure high power transfer and a zero phase condition around
the loop.



Output

(b)

Fig, 9, SAW oscillators using two-port SAWRs in a common-emitter or Pierce circuit (a) and a
common-base circuit (b).

These two oscillator configurations exemplify the man-
ner in which the well-established technology of bulk-wave
resonators can be readily translated into the UHF range (300
to 3000 MHz) by the use of SAW resonators.
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Physical Sensors Using SAW Devices
by J. Fleming Dias

TYPICAL SURFACE-ACOUSTIC-WAVE (SAW)
delay line as described on page 3 has two interdigi-
tal transducers (IDTs) that are photolithographically

defined on an ST-cut quartz substrate with a known separa-
tion between them. If this delay line is stretched along the
propagation direction or bent as a cantilever beam, the
surface of the substrate becomes stressed. The surface stress
causes an elongation of the substrate which in turn in-
creases the center-to-center distance between the two IDTs.
Moreover, if the level of the stress is high, the elastic con-
stants and density of the material change, causing the value
of the surface-wave velocity v, to change. Elongation and
velocity changes are also brought about by changes in the
ambient temperature. These parameter changes allow a
SAW delay line to function as a temperature, pressure,
force, or displacement sensor. A rather elegant method of
using a delay line in a practical sensor is to introduce it in
the feedback loop of an amplifier to obtain an oscillator
whose frequency is a function of the surface stress.l'2

Fig. 1 shows the schematic representation of a delay line
oscillator, in which the total phase shift around the loop is
given by

)d:do*Ado*d"* ( 1 )

where @6:<,.rr:2rrfLlvs is the phase shift experienced by a
wave haveling from an input IDT to a similar IDT situated a
distance L from it. A@s is the incremental phase shift caused
by stressing the substrate andior changing its temperature.
@"* is the extra phase shift introduced by the amplifier and
matching network. The phase shift @6 through the delay
Iine is usually much greater than @"*. When ) {: znzr (n is
an integer) and the total insertion loss around the loop is
less than the amplifier gain, the system oscillates. The oscil-
lator generates a comb of frequencies given approrimately
by nvr/L. Due to the inherent sin x/x response of a simple
IDT, only some of the modes are sustained and in practice

l -Ampl i f ierGain >l

only one mode at a time will be excited because of non-
linearities in the amplifier.

For a given mode, any perturbation in the loop phase
forces the system to alter the oscillator frequency to com-
pensate for this change by adjusting the total phase shift to
be a multiple of. 2rr. From equation (1) the oscillator fre-
quency will change when L and v" are altered (assuming
that {"* remains constant). In crystalline quartz, the frac-
tional change in SAW velocity is a small factor compared
to the surface strain caused by an elongation in L. We
can therefore expect a decrease in oscillator frequency
when L is increased by applying direct axial tension to
the substrate.

An oscillator of the type described above also undergoes
an undesired change in frequency with temperature as
shown in Fig. 2. The parabolic nature ofthe curve forces one
to operate the sensor at the turnover temperature where
there is a reduced effect on the frequency. In the early years
of SAW development, fack Kusters at HP computed the
turnover temperatures of several rotated Y-cuts of quartz
and those results are shown in Fig. 3. For comparison, the
experimental results obtained later are also shown.

A force transducer was built using a cantilevered struc-
ture as shown in Fig. 4 where the surface acoustic wave
propagates in the X-direction of a rotated Y-cut quartz sub-
strate. The free end of the cantilever was loaded with known
weights and the frequency of the oscillator was measured as
a function of the total weight.

Even though the crystal cut was chosen to yield a turn-
over point near room temperature, the variation of the oscil-
lator frequency with temperature was still a major limita-
tion. Thus, to obtain an improved degree of temperature
stability and double the force sensitivity, surface waves
were propagated on both faces of the substrate using two
pairs of IDTs. The IDTs located on opposite faces were offset
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Fig.2, Frequency shift versus temperature for a crystal. The
point where the shift reverses direction is called the turnover
temoerature.
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Fig. a. @) Basic contiguration of a force sensor us ing a can-
tilevered subsfrate with SAW delay lines on opposite faces.
Ihe responses for each SAW delay line oscillator and their
difference are shown in (b).

to minimize crosstalk, and ground-plane shields were in-
cluded as shown. Each side was associated with a separate
oscillator. When the substrate was deflected, one of the
surfaces was under tension and the other in compression.
Hence, the corresponding shifts in oscillator frequencies
were in opposite directions. Changes in frequency caused
by temperature variations, however, were in the same direc-
tion. When the oscillator outputs were mixed electronically
and the difference frequency was monitored, we observed,
as shown in Fig. 4b, the double force sensitivity that we
expected and a very reduced sensitivity to temperature. Fig.
5 shows a complete force transducer using the double oscil-
lator configuration.

Using similar schemes, pressure transducers were built

Fig, 5, Photog raph of a complete force sensor us ing double-
oscillator deslgn.
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Fig,6. (a) Physical configuration of pressure sensor uslng a

SAW resonator. (b) Change in resonant frequency versus
pressure for sensor shown in (a).

solely from quartz to eliminate the problem of matching the

temperature coefficients of various parts of the sensor.

Sensors can also be made from the resonator configura-

t ions described on page 13.3 An example of a pressure

transducer is shown in Fig. 6, where the resonator is located

in the middle of a diaphragm and the pressure is appl ied to

the opposite face. The change in osci l lator frequency is
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linear with pressure as shown by Fig. 6b.
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Proximity Effect Gorrections by Means of
Processing: Theory and Applications
HP's electron beam lithography system has been used to
evaluate methods of reducing the unwanted effects of
electron scattering.

by Paul Rissman and Michael P.C. Watts

I N ELECTRON BEAM LITHOGRAPHY, the proximity

I effect is the unwanted exposure of resist caused by elec-
I trons scattering in the resist layer and from the sub-

strate. This leads to pattern features different from those
designed. It is a major limitation to the fabrication of high-
resolution integrated circuit devices by means of electron
beam lithography. The proximity effect has been investi-
gated by means of a computer model, and processing
methods that can improve pattern fidelity have been ex-
plored. Significant reduction in the proximity effect can
be achieved by two methods: the small-beam approach and
multilayer resist techniques. Both of these methods have
been tested experimentally on the HP eJectron beam lithog-
raphy system described in these pages in May 1981.1

The cause of proximity effect may be seen in Fig. 1, which
shows the calculated trajectories of 100 electrons incident
at a point on a silicon surface coated with a layer ofresist 0.4
pm thick.2 The range of the scattered electrons is large;
energy can be distributed as far as 6pm from the point being

exposed. The way that this scattering affects the litho-
graphic results is illushated by Fig. 2, which shows model-
ing data for 0.4 ptm of PMMA* electron-sensitive resist on
si l icon exposed by single scans of a 0.5-pcm-diameter

*PolVmethV methacrylate

Fig, 1, The calculated trajectoiles of 100 electrons with an
energy of 20 kev incident on a 0.4- pn-thick PMMA resist layer
on a silicon substrale (f rom Kyser and Murata2).

Undeveloped

Fig,2. Proximiu effect for lines exposed wth a single scan of
a 0.5-pm-diameter beam into a 0.4-pm-thick layer of PMMA
resislon a siliconsubstrate. The pixel width is 0.5 pm. Shown
are modeled prof iles of the developed resist f or (a) the centrcl
regionof five0.5- pn-wide Iineswith0.S- pn-wide spacing and
(b) an isolated 0.5-gn-wide line. (c) shows (a) and (b)
superimposed for comparison. (d) SEM photograph of ex-
perimental result for five equal lines and spaces in PMMA.
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20-keV electron beam. Fig. 2a shows the result for the cen-
tral region of a series of five 0.S-g,m-wide lines and spaces
(the lines are the exposed regions), and Fig. 2b shows the
result for an isolated 0.S-pm-wide line. The width of the
center line of the line-space combination is 50% larger than
that of the isolated line. The resist wall angle is sloping, and
there is considerable thinning ofthe resist in the unexposed
region. Fig. 2d shows a scanning electron microscope
(SEM) picture of several 0.S-pm lines and spaces exposed
on the HP electron beam lithography system. The experi-
mental and model profiles are in good agreement.

Various methods have been used to limit the proximity
effect. The most widely used method involves preprocess-
ing the input data and modifying the dose at exposure time.
This method has been used with vector-scan electron beam
systems.3 A second method also involves preprocessing the
input data; the exposure shapes are modified by the addi-
tion or subtraction of scans to achieve a uniform dose. This
method has been applied to elecfon beam systems that are
modified electron microscopes, where the smallest patterns
are formed by many beam scans.a

In our work, other methods, which do not preprocess the
input data, have been used to limit the proximity effect.
Some of these techniques involve special resist processing,
hence the term: proximity effect correction by processing.
These processing techniques reduce proximity effect by

1 . S'rr.". 

,oO",,rg datafor resist profites at2s-second intervals
during development for a 0.5- prn-wide isolated line exposed
with (a) one scan of a0.5-pn-diameter beam, (b)two adjacent
scans of a 0.25-gn-diameter beam, and (c) four adjacent
scans of a 0.125- pm-diameter beam.
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minimizing the effect of backscattered electrons and reduc-
ing their number.

The model for electron beam exposure and development,
which was written by Steve Eaton and Armand Neuker-
mans, is described in the box on page 24. This model is an
extremely useful tool for the process engineer to gain an
understanding ofthe exposure and development ofpositive
electron resist (i.e., exposed areas are removed when the
resist is developed). Simulation parameters such as expo-
sure dose and development time can be varied easily. Vari-
ables such as resist contrast or substrate material, which are
not so readily adjusted experimentally, can be changed
quickly to gain an understanding of their relationship to
electron beam lithography performance.s

Modeling data can be used to improve the understanding
of the process by plotting the resist profile as a function of
development time. Fig. 3 illustrates this for a 0.S-g,m line
written with one. two. and four scans of an electron beam
that has a Gaussian intensity profile along its diameter and
beam diameters of 0.5, 0.25, and 0.t25 pm, respectively
(Fig. a). The contours represent the l ine profi le at 25-second
development-time intervals. It can be seen that iinewidth
control is enhanced by writing lines with multiple beam
scans. In addition, proximity effect is reduced by the use of
multiple beam scans. However, there is a penalty paid in
this approach because ofthe increased amount of data to be
handled and the increased exposure time, For an increase
by a factor n in the number of scans per critical dimension
the beam must address n2 additional pixels.

The use of a single scan for critical dimensions has dis-
tinct advantages in terms of increased throughput. There
are disadvantages, however, most specifically the problem
of lines written perpendicular to the raster-scan direction.
As the HP electron beam system is presently configured,
these lines consist of individual blankings of the beam.
Thus they will appear as tangentially connected spots if the
proximity effect is totally eliminated and the single-scan
approach is used.

Fig.4, Gausslan electron beam current density profile show-
ing how beam diameter is defined.

Cu,rent Oensity
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Beam Diameter (rrm) in 0.5-rrm Pixel

Fig.5. Variation of proximity effect as the beam diameter is
varied in a 0.5-W pixel.

Small-Beam Approach
In conventional electron beam lithography, the beam

diameter fwidth at half maximum intensity) is chosen to be

the same as the pixel width [ i .e.,  a 0.5-trr.m beam is used with
a 0.S-pm-wide pixel).  The modeling indicates, however,

that this may not be the optimum approach. For a 0.S-pcm-

wide pixel, a minimum proximity effect can be found at a

beam diameter of about 0.3pm (see Fig. 5). This minimum

can be explained by considering the energy delivered into

the pixel and noting that at the 0.5-pm beam diameter, the

energy is not maximized..6'7
The reduction in the proximity effect can be seen in Fig.

6, which shows modeling data similar to that shown in Fig.

2, but for a 0.3-pm-diameter beam. The linewidth for the
Iine/space combination is closer to that for the isolated line,
indicating a reduction of the proximity effect. AIso, the
resist profiles have steeper slopes and the resist remaining
in the unexposed areas is sufficient to protect the underly-
ing layer during pattern etching. Linewidth control is im-
proved by a factor of four over the result for a 0.S-g.m beam.
Experimental results confirm the predictions of the model.
Fig. 6b is an SEM photograph of O.s-pm-wide l ines and

spaces exposed with a 0.28-g,m-diameter electron beam.
The profiles are much improved over those obtained with a
0.S-trr.m beam (Fig. 2).

The small-beam approach reduces the proximity effect
and makes greater linewidth control possible, but it also
reduces machine throughput because the reduction in

beam diameter leads to a smaller beam current lbeam cur-
rent density is approximately constant).

Multilayer Resist
Multilayer resist systems are a useful method to extend

the range of optical lithography.s't''o A thick bottom layer

allows good step coverage and provides a means of smooth-
ing the substrate surface. Multilayering can also limit the
proximity effect by placing the electron-sensitive layer out-
side the range of the electrons backscattering from the sub-
strate surface. Modeling data indicates that, as the thickness
of the bottom absorbing layer is increased, the proximity

effect is reduced. For bottom layers thicker than 2.5 pm no
further reduction is obtained because backscattering from

the bottom layer then becomes the significant contribution
to proximity effect.

Fig. 7a shows modeling data for a 3-pm-thick polymer

absorbing layer. The improvement over the data displayed
in Fig. 2 is evident. The linewidths are nearly the same and
almost all of the initial resist thickness remains in the unex-
posed region. The resist wall slope reflects the Gaussian
intensity profile of the 0.S-pm diameter electron beam used
for exposure. Further improvement can be obtained by
using a small beam approach with a multilayer shucture.
The modeling data in Fig. 7b shows the result for a 0.3-pcm-

(continued on page 25)

Line/Space Profile

Fig.6. Proximity effect reduction in lines exposed under the
same conditions as for Fig . 2 except that the beam diameter is
reduced to 0.3 gn, (a) Superimposed for comparison are
modeled profiles ol the developed resist for the central region
of five 0.5-prn-wide lines with 0.5-Fn-wide spacing and an
isolated 0.5-1t"-wide line. (b) SEM photograph ola cross sec-
tion through live equal lines and spaces in PMMA.

No Proximity
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Monte Carlo Simulations for Electron Beam Exposures

by Armand P. Neukermans and Steven G. Eaton

When energetic electrons (20 kev) interact with matter they
penetrate and scatter quite appreciably on a microscopic scale.
For inf ini tely thick targets, this behavior can be described analyt i-
cal ly in terms ol forward and backward scattered distr ibutions.
This analyt ical approach becomes dif f icult  when mult iple-layered
structures such as resists on si l icon must be studied.

A few years ago a Monte Carlo method was developed, ini t ial ly
to describe backscattering from al loys.l  Later the technique
was carr ied over to proximity problems in electron l i thography. As
the name Monte Carlo implies, dice, or more approporiately ran-
dom numbers, are used to simulate the behavior of electrons
stat ist ical ly.

Suppose, for example, that an electron can cause one of three
events:Awith a probabil i tyof 207. ,B with a probabil i tyof 50% , or
C w i th  30% probab i l i t y .  We genera te  a  random number  a
(O<a<1) and decide that A happens for 0<a<0.2, B occurs for
0 .2  <a< 0 .7 ,  and C occurs  fo r0 .7  <a<1.  l l the  random number  i s
truly random, over a large number of tr ials the three events wil l
occur the correct number of t imes. In a very similar way, we can
describe processes that have continuous probabil i ty densjt ies.
Consider, for example, a f  ict i t ious electron scattering process, as
i l lustrated in Fig. 1a. Al l  scattering angles are possible, but not
equally probable. We generate from this graph a cumulative
distr ibution by integration and normalization (Fig. 1b). Each ran-
dom number a is made to correspond to a scattering angle as
indicated. Again, over many events, scattering according to the
pattern of Fig. 1a wil l  occur This basic procedure with some
variants al lows us to simulate very complex problems, provided
we knoni the probabil i t ies of al l  possible events and repeat the
process enough t imes to obtain stat ist ical ly meaningful data.

Consider an electron approaching a resist layer on si l icon
under normal incidence. Since we know its energy, we know its
mean free path, the rate at which i t  is losing energy (the Bethe
energy loss formula2) and i ts probabil i ty of interaction with each of
the atoms of the resist (C H, O, C|,. . .) .  l t  travels in a straight l ine
unti l  i t  col l ides with one of the resist atoms, whereupon i t  scatters
elastical ly (screened Rutherford scattering3). l ts direct ion is now
changed, i ts energy is sl ightly dif ferent from beJore, and the
energy loss rate and interaction cross-section are sl ightly mod-
if ied. This process is continued unti l  the energy of the incomrng

Scattering
Probability

Density

Cumulative
Probability

Density

I
i

0

Fig, 1. /l scattering angles occur randomly accordtng to the
probability density (a), their cumulative distribution is (b), and
each angle can be made to correspond to a random number a
as indicated. ln computer simulations with a random number
generator, scattering according to (a) will be simulated.

electron is spent, which may require several hundred col l isions.
Its posit ion is monitored, since i t  may enter the si l icon where
different scattering conditrons exist,  or turn around (backscatter)
and leave the resist,  in which case the calculat ion is terminated.

The process is repeated over and over again with other elec-
trons under identical impact condit ions. The resist space under
the impact point is divided into a number of toroidal boxes. As
successive electrons traverse a box the energy lost by each
electron in that box is registered and accumulated.

After twenty to thirty thousand electron impacts the dissipated
energy distr ibution, as given by the content of these broxes, be-
c o m e s  q u i t e  s m o o t h .  W e  n o w  h a v e  o b t a i n e d  t h e  t h r e e -
dimensional point-spread function of the energy distr ibution
around the impact point. This may be convolved with the beam
distr ibution (usually Gaussian) and beam strength to obtain the
energy distr ibution under a real beam. Once this exposure data is
known for the resist,  i t  can be coupled with a development model,
which describes how the resist develops as a function of expo-
sure. The Berkeley SAMPLE program4 was modif ied to do this.

The original program was writ ten in ALGOL on an HP 1000
Computer. Simulat ing enough electrons required several days,

( c o n t r n u e d  o n  n e x t  p a g e )
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which was prohibit ively long. Steven Eaton rewrote the program in
assembly language and FORTRAN and improved i t  to the poant

where a point-spread function is now obtained in one to two hours.
Beam sizes or scan rates are then convolved very rapidly and the
resultant etch patterns displayed. This makes i t  a very powerful

tool for sett ing up resist experiments and understanding resist
patterns in electron beam l i thography.
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Fig.7, Proximity effect reduction for lines exposed under the
same conditions as lor Figs. 2 and 4 except that a 3- ymlhick
absorbing polymer layer is used under the 0.4- Wn-thick resist
layer. Shown are modeled profiles of the developed rcsist for
the central region of five 0,5- pm-wide lines with 0.5- Wn-wide
spacing and an isolated 0.5- gn-wide line. (a) Bean diameter
0.5 ym (b) Beam diameter 0.3 pm

diameter beam. The experimental verification of the mul-

tilayer method is shown in Fig. B. The SEM photos show the

center lines of single-scanned 0.S-pm-wide Iines as the

spacing between the lines is varied. Shown are spacings of

0.5;rm, 1 pr.m, 1.5 p.m,2.O pm and 4 pm, where l ines with
4-g,m spacing can be considered as a series of isolated lines.

There is little linewidth variation; this can be attributed to

the 3-pm-thick absorber Iayer used.
A problem of the multilayer technique is how to transfer

the well-defined features in the thin top resist layer to the
thick bottom layer. In the trilevel process, the pattern is

transferred from the resist image layer to a thin interlayer,
which acts as a mask for oxygen reactive-ion etching of the

thick bottom layer.8 The transfer method is anisotropic,
and aspect rat ios as high as 5:1 fdepth:l inewidth) can be

achieved. Many materials have been used for the inter-

mediate and base layers. At HP, a silicon interlayer process

was developed for the mult i level resist systems.l l  Si l icon is

attractive as an interlayer because it is a noncontaminant to
integrated circuit processing, it is resistant to the oxygen
plasma etch, it will not charge during electron beam expo-

sure, and it can be easily deposited by evaporation or sput-

tering techniques. Typically, Hunt's HPR resist was used as

the bottom layer although PMMA can be used if undercut-

ting of this layer can be tolerated. Fig 9 shows an isolation

level for a RAM device patterned in the bottom layer of the
trilevel structure. For this experiment, PGMA negative elec-

tron beam resist was used with a silicon interlayer and 3 pm

of HPR as the bottom layer. The smallest critical dimensions

are 1 !,m.
The elimination of backscattering by the use of multilayer

resist systems has raised an additional concern for direct

+0.5 pm Line, 0.5 rrm Space

+0.5 pm Line, 1 ,rm Space

+0.5 pm Line, 1.5 rrm SPace

+0,5 rrm Line, 2 pm Space

+0.5 pm Line,4 rrm Space
(isolated line)

Fig.8. ProximiA effect reduction using multilayer technique.
The SEM photographs show the actual widths of 0.5- pn-wide
/lnes as the spacing betuveen the lines is varied f rom 0.5 yn to
1.0 pm, 1.5 pm,2.0 pn, and 4.0 gn. The multilayer structure
conslsls of the patterned layer (0.4-pmlhick layer of PMMA
resrst), the transfer layer (0.07-pm-thick silicon film), and the
absorber layer (3-gnlhick layer of Hunt HPR resist). The
beam diameter in this experiment was equal to the pixel width.
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Fig. 9. Ihrs is a scanning electron micrograph of the isolation
level for a portion of a random-access memory (RAM) pat
terned in the bottom layer of a trilevel resist structure. The top
layer was exposed in the HP electron beam lithography sys-
tem. The multilayer process reduces proximity effect and
gives high-aspect-ratio lines ideal for masking dry etch pro-
cesses. The smallest critical dimensions shown are 1 pm.

writing. Since the electron beam itself is used as a probe to
find fiducial marks on the wafer surface, the thick absorber
layer could obscure the fiducial signal. Experiments, how-
ever, prove that this is not the case. As shown in Fig. 10,

thick resist degrades the fiducial mark signal from that
obtained with a single resist layer, but the machine is able to
locate the fiducial mark centers.

Two other techniques of pattern transfer involve two-
layer methods. The first is the patterning of thebottom layer
by deep-ultraviolet (UV) radiation.e If the electron-beam-
sensitive top layer absorbs UV, a flood UV exposure can be
used for image transfer.

The second technique involves using a bottom absorber
layer that is electron-beam-sensitive. If the developer for the
top layer leaves the bottom layer unchanged and vice versa,
optimum liftoff* structures can be produced.lo While this
method is limited in its application to producing high-
aspect-ratio resist shuctures, it does provide a means to
reduce the proximity effect in several special applications
(O.3-pm-wide lines and spaces have been fabricated for
surface acoustic wave devices). This method has another
distinct advantage. Because the bottom layer is not affected
by the top-layer developer, a pinhole in the top layer will
not be transferred to the metal structure produced by liftoff.
Consequently, extremely thin and hence high-resolution
image layers can be used.

An example of model output and experimental resist
profiles for liftoff structures with 0.5-pm lines and spaces is
shown in Fig. 11. These structures have been used to pro-
duce surface acoustic wave devices with critical dimen-
sions of 0.5 pm and 0.3 pm that operate at 1.6 GHz and 2.6
GHz, respectively.l2
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(b) Signal on Multilayer Resist
with 3-pm Bottom Layer

Fig. 10. Photomultiplier output
data from electron beam scans
acrcss four arms of afiducial mark
covered with (a) a thin resist coat-
ing and (b) a multilayer reslst
structure. The centers of the arms
of the mark are indicated by the
broken lines. The signal from the
mark covered with thick resisl ls
degraded, but accurate alignment
/s stl// posslb/e.
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Fig, 11. Mushroom-shaped liftoff slructures can be gener-
ated by using a two-layer process where the developer for
each layer does not affect the other layer. The bottom layer is
ovetdeveloped, creating the undercut profile modeled in (a)
for 0.5- pm-wide lines and spaces uslng a 0.3- pmlhick bottom
layer and a 0.1- um-thick top layer. (b) SEM photograph of the
experimental result.
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Based Measurements, /omes S. Epstein ond Thomos l. Heger
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ord L. Hester
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cent C. /ones
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Wotts
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Supplies, Winfried Seipel
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Power MOSFET Technology, Dennis W. Gyma, Poul W. Bailey,
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Power Line Distrubances and Their Effect on Computer Design and

Performance, Adhur W. Duell ond W. Vincent Rolqnd

September 1981
A Reliable, Accurate COz Analyzer for Medical Use, Rodney

/. Solomon
A Miniature Motor for the COz Sensor, Edwin B. Menick
An End-Tidal/Respiration-Rate Algorithm, /ohn /. Krieger
In-Service CO: Sensor Calibration, Russell A. Porker ond Rodney

I. Solomon
Making Accurate COz Measurements, /ohn I. Krieger
A Versatile Low-Frequency Impedance Analyzer with an Integral

Tracking Gain-Phase Meter, Yoh Norimatsu, Konuyoki Yogi,
ond Tokeo Shimizu

A Fast, Programmable Pulse Generator Output Stage, Peter Aue

October 1981
Development of a High-Performance, Low-Mass, Low-Inertia

Plotting Technology, Wayne D. Boron, Lawrence LoBane,
Charles E. Tyler, and Robert G. Younge

Plotter Servo Electronics Contained on a Single IC, Clement C. Lo
An Incremental Optical Shaft Encoder Kit with Integrated Opto-

electronics, Howord C. Epstein, Mork G. Leonard, ond /ohn
/. Uebbing

New Plotting Technology Leads to a New Kind of Electrocardio-
graph, Peter H. Dorward,, Steven /. Koerper, Mortin K. Moson,
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Month/Year Subject
A

Ap.. 1981 A-to-D conversion 34564
Aug. 1981 Ac line conditioning
Apr. 1981 Ac resistive attenuator 3456A
Iuly 1981 Actuator plug-in 3497A,44428A
Nov. 1981 Adaptive dash pattern length 7580A
Sept. 1981 Airway adaptor 14361A
Sept. 1981 Algorithms,end-tidal/respirationrate 4721oA
May 1981 Algorithm, overlap removal
IuIy 1981 Analog multiplexer 3497A,44427A,44422A
Apr. 1981 Application customizer 32260A
Apr. 1981 Application monitor 32260A
Nov. 1981 Arc-generated characters 7580A
Nov. 1981 Arc generator 75804
June 1981 Artwork verification, VLSI

B
Ian. 1981 Bar-code programs
Ian. 1981 Bar-code reading wand
May 1981 Bootstrap calibration

c
May 1981 Calibration, electron beam system
Ian. 1981 Calculator, bar code input HP-41C,82153A
Jan. 1981 Capacitive stylus 9111A/T
Aug. 1981 Capacitors, film 65000A
Sept. 1981 Capnometer 472704
Sept. 1981 Carbon dioxide analyzer 4721OA
]uly 1981 Channel scanning 3497A
Nov. 1981 Character fonts 7580A,58728
Sept. 1981 COz sensor 143604
Oct. 1981 Code wheel HEDS-5000
Dec. 1981 Computer model, electron beam exposure

and development
1981 Computer site wiring
1981 Control signal interface
1981 Converter, flyback
1981 Converter ,s ine-wave
1981 Counter
1981 CRT terminal
1981 Crvstal oscillator. SC cut

November 1981
Development of a Large Drafting Plotter, Morvin L. Potterson

ond George W. Lynch
Aspects of Microprocessor and I/O Design for a Drafting Plotter,

Lowell I. Stewort, Dole W. Schoper, Neol /. Mortini, ond Hotem
E. Mostofo

Motor Drive Mechanics and Control Electronics for a High-Per-
formance Plotter, Terry L. Flower ond Myungsoe Son

Firmware Determines Plotter Personality, Lorry W. Hennessee,
Andrea K. Fronkel, Mark A. Overton, ond Richord B. Smith

Y-Axis Pen Handling System, Robert D. Hoselby, David | . Peroch,
ond Samuel R. Hough

X-Axis Micro-Grip Drive and Platen Design, Ronold /. Koplon ond
Robert S. Townsend

Decernber 1981
Surface-Acoustic-Wave Delay Lines and Transversal Fi l ters,

Waguih S. Ishok, H. Edward Korrer, ond Williom R. Shreve,
Surface-Acoustic-Wave Resonators, Peter S. Cross ond Scott

S. Elliott
SAWR Fabrication, Robert C. Bray ond Yen C. Chu
280-MHz hoduction SAWR, Morek E. Mierzwinski ond Mork E.

Terrien
Physical Sensors Using SAW Devices, /. Fleming Dios
Proximity Effect Corrections by Means of Processing: Theory

and Applications, Poul Rissmon ond Michaei P.C. Wqtts
Monte Carlo Simulations for Electron Beam Exposures,Armond P.

Neukermons ond Steven G. Eoton

Crystals, bulk-wave
Current D-to-A converter
Customizer, application

D
D-to-A converter, cunent
D-to-A converter, voltage

Model

HP-41C,821534
HEDS-3000,821s34

99154
601,2l'160244

650004
3497 A,44426l.

2626F.
10811A /B

Dec. 1981

July 1.981
Apr.  1981

July 1981

July 1981

July 1981

Jan. 1981
Mar.  1S81

Iuly 1981
May 1981
May 1981
Dec. 1981

June 1981
Oct.  1981

Iuly 1981

Iuly 1981
Oct.  1981

Ian.  1981
Mar. 1981
Aug. 1981
Aug. 1981
Apr.  1981

Jnly 1981

Oct.  1981
Sept.  1981
Oct.  1981
Dec. 1981
May 1981
Oct.  1981

Jan. 1981
Feb, 1981
Aug. 1981
May 1S81
May 1981
Nov. 1981
Mar.  1981

D\M
DVM module

3497 4,444304
32260F.

3457 4,444304
3497 4,444294

HEDS.sOOO
3457 4,444254
34974.444284

34564
3457 A

75804
10811A/B

Data acquisition/
control

30s4A/C/DL.34974J34S84

DATACAP/I000 data capture software 92080A
Data communication ports, dual 26264
Data logging 3054DL
Decompressor, pattern data
Deflector, octopole and quadrupole
Delay lines, SAW
Design, VLSI
Detector IC
Digital input
Digital output
Digitally controlled plotter 47OOA
Digitizing, capacitive-coupling 9111A/T
Display station 26264
DMOS process HPWR-6501
Downprogrammer, power supply 6012A16024A

Aug.
Iuly
Aug.
Aug.
Iuly
Mar.
Mar.

E
ECG 47OOA
ECL, 10k and 100k, pulse generator for 8161A
Electrocardiograph 47OOA
Electron beam lithography, proximity effect
Electron beam lithography system
Encoder, shaft, optoelectronic HEDS-5000,4700A

F
Factory data collection software S2080A
Fast switching signal generator 8662A
FET, power HPWR-6501
Fiducial mark registration
Filter, adaptive matched
Firmware development tools
Flexible circuit packaging
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G
Sept. 1981 Gain-phase measurement 4752A
Sept. 1981 Gas measurements, static station 472104
Feb. 1981 Generator, signal,0.01-t280 MHz 86624
fune 1981 Graphics for VLSI design
Ian. 1981 Graphics, interactive system 9111T,13505
]an. 1981 Graphics tablet 9111A/T
Dec. 1981 Grating reflectors
Oct. 1981 Grit-wheel paper drive 47OOA
Nov. 1S81 Grit-wheel technology 7580A
Aug. 1981 Grounding of computer systems
Iuly 1981 Guarded measurements 3497 A,444271^

H
Hierarchical design, VLSI
High-purity signal generator
High-speed electron beam system
High-speed processor (HAL)

I
IDT
Impedance analyzer, low-frequency
Impedance test fixtures
Inductor, control
Inductor, resonating
Industrial packaging
Infrared absorption
Integrated circuit design, VLSI
Integrated circuit process control

network (PCS)
Integrated circuit processing, rapid
Interactive graphics system (IGS)
Interdigital transducer
Interfering gas compensation
Inventory control system
I/O bus, drafting plotter

L
Laboratory power supplies
Lithography, electron beam
Logic simulation, VLSI
Low-noise signal generator

M
Magnetic components, 200 kHz
Materials management system
Memory, pattern
Micro-grip drive
Model, electron beam exposure and

development
Modular computer
Monitor, application
MOSFET fabrication
MOSFET, power
Motor, filter wheel, miniature
Multilayer resist techniques
Multi-Slope II

N

60]21.160241'

8662,\

650004
322601'

7580A

99154
322604

HPWR-6501
HPWR-6501

472104

34564

Pen control, velocity and position
Penlift control electronics
Penlift mechanism
Phase-locked loops, signal generator
Phase noise, low, signal generator
Platen design
Plotting, low-mass, low-inertia
Plotting, low-mass, low-inertia

T
Temperature probe
Temperature, turnovet
Temperature, turnover
Terminal, computer, CRT
Terminal management tool
Thermocouple compensation

Plug-in assemblies 34974,3054A,34984
Power disturbances
Power supplies, autoranging 601,2A16024A

200/1000w
Power supplies, modular, 50W 65000A
Power supply, switching, signal generator 8662A
Probe, temperature 10023A
Process control network, integrated circuit
Processing, IC, rapid
Production scheduling system 32260A
Programmable calculator, HP-41C,82153A

bar-code input
Proximity effect in electron beam

lithography
Pulmonary monitor
Pulse generator, 100 MHz, 1.3 ns
Purchase order tracking system

o
Quick-turnaround IC processing

R
Rectifier, Schottky 65000,{
ReflectedJight sensor HEDS-3000,HEDS-1000
Real-time clock, nonvolatile 34s7A
Reliability testing 9915A
Resonators, SAW
Rhythm function 47ooA
Routings and workcenters 32260A

s
SAW fabrication
Scattering, electron, in resist
SC cut crystal oscillator
Schematic input, VLSI
Schottky TTL, pulse generator for
Self-test capability
Sensors, SAW
Servomechanism, drafting plotter
Servomechanism IC
Shearing wedge
Signal  generator  0.01-1280 MHz
Simulation of VLSI circuits
Simulation of electron beam exposures
Sine-wave power conversion 650004
Small-beam approach in electron beam

l l + L ^ - - ^ - - L - .rr  Lrrutsr dPrry

Smart pen module
Spectral purity
Staircase generator
Standard product cost system
Strain gauge/bridge plug-in
Shess compensated crystal cut
Structured design, VLSI
Surface-acoustic-wave devices
Sweetheart technology
Sweetheart technology
Switching regulated power

supplies, 200 kHz
Symbolic artwork preparation, VLSI
Synthesized signal generator

0.1-1280 MHz

June 1981
Feb. 1s81
May 1981
May 1981

Dec. 1981
Sept.  1981
Sept.  1981
Aug. 1981
Aug. 1981

Iuly 1981
Sept.  1981

June 1981

fune 1981

June 1981

June 1981
Dec. 1981
Sept.  1981
Apr.  1981
Nov. 1981

Aug. 1981
May 1981

fune 1981
Feb. 1981

Aug. 1981
Ap..  1S81
May 1981
Nov. 1981
Dec. 1981

IuIy 1981
Apr.  1381
Aug. 1981
Aug. 1981
Sept.  1981
Dec. 1981
Apr.  1981

Aug. 1981
Apr.  1981

Iuly 1sB1
Oct.  1981
Mar.  1981

Oct.  1981
Nov. 1981
Apr.  1981
Nov. 1381
Nov. 1981
Nov. 1981

J

K

4752A.
160954
650004
650004

99154
472704

4721,O4
32260}.
7580A

47004
7580A

322604
75804
75804
7580A

Nov. 1981
Nov. 1981
Nov. 1981
Feb. 1981
Feb. 1s81
Nov. 1981
Oct.  1981
Nov. 1981

IuIy 1981
Aug. 1981
Aug. 1981

Aug. 1981
Feb. 1981
Mar.  1981

June 1981

June 1S81
Apr.  1981

Jan. 1381

Dec. 1981

S e p t . 1 9 8 1
S e p t . 1 9 8 1
Apr.  1981

fune 1981

Aug. 1981

Jan. 1981

luly 1981

July 1981
Dec. 1981
Oct.  1981
Apr.  1981

Dec. 1981
Dec. 1S81
Mar.  1981

fune 1381
Sept.  1981

July 1981
Dec. 1981
Nov. 1981
Oct.  1981
Feb. 1981
Feb. 1981

June 1981
Dec. 1981
Aug. 1981
Dec. 1381

Nov. 1981
Feb. 1981
Sept.  1981
Apr.  1981

Iuly 1981
Mar. 1981

fune 1981
Dec. 1981
Oct.  1981
Nov. 1981
Aug. 1981

fune 1981
Feb. 1s81

Mar.  1981
Dec. 1381
Mar.  1981
Mar. 1S81

Ian.  1981

Iuly 1981

7s80,{
75804
7580,{
86624
86624
75804
4700l.
7580,{

472 ' tOA
8161,{

322601.

10811A /B

81614
99154

75BOA

86624
8662A

7s80A
8662A
81614

322601'
3457 4,44427 AIB

4700F.
75804

65000A

8662A

100234

2626F.
920804

3457 4,444221'

o
OEM power supplies 65000A
Ohms measurement, wide dynamic range 34564
Operator interface card 99154
Optoelectronic modules HEDS-5000
Oscillator, crystal, SC cut 10811A/B

P
Paper drive, plotter
Paper drive, plotter
Parts and bills of material
Pen capping and selection
Pen carousel
Pen carriage design
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Iu ly 1981

Iuly 1981
Aug. 1981
Dec. 1981
Dec. 1981
Dec. 1981
Aug. 1981
Sept.  1981
june 1981

Iuly 1981

Ian.  1981

)une 1981
Mar.  1981

30544
3457l.,444214

650004

81614

3497A,444214

Aug. 1981
June 1981
Mar. 1981
Iuly 1981
Mar. 1981
June 1981
Iuly 1981
Aug. 1981

Ian. 1981
Mar. 1981
Aprl 1981
Mar. 1981

Transducer curve fitting
Trarlsducer measurements
Transformer, power
Transducer, force
Transducer, pressure
Transducer, SAW
Transients, ac power line
Transition time, variable
Transistor characterization program
Tree switch
Two-out-of-five bar code

U
University research, industry support
User interface design 26264

Vertical MOSFET HPWR.6501
Very-large-scale integrated circuit design
Video control chip (VCCI 2626A
Video interface 9915A
Virtual terminals 2626A
VLSI design
Voltage D-to-A converter 3497A,44425A
Voltage regulation, sine-wave 65000A

w
Wand,bar-codereading HEDS-3000,82153A
Windows, CRT terminal 2626A
Work order control system 32260A
Workspaces, CRT terminal 2626A

x
V

Jan. 1981 Vector-scan graphics 9111T,13505
Seot. 1981 Vector ratio detector 47924
fune 1981 Verification, design and artwork, VLSI

Y
Nov. 1981 Y-axis arm

Product

Calculator
Personal Computer
Computer
High-Resolution Refl ectance

Sensor
Display System
Display Station
Digital Bar Code Wand
Automatic Data Acquisition/

Control System

System Voltmeter
Digital Voltmeter

Data Acquisition/Control
Unit

Extender
LF Impedance Analyzer
PageWriter Cardiograph
Encoder Kit
Power Supply
Power Supply
Power MOSFET
Drafting Plotter
Pulse Generator

Month/Year Synthesized Signal
Generator

Graphics Tablet
Graphics Plotter
Modular Computer
Temperature hobe
Crystal Oscillator
COz Sensor
Airway Adaptor
Probe Test Fixture
Test Fixtures
Materials ManagemenU3000
2O-Channel Guarded

Acquisition
20-Channel Thermocouple

Acquisition
16-Channel Isolated Digital

Input
100-kHz Reciprocal Counter
1O-Channel Strain Gauge/

Bridge Assembly
16-Channel Actuator Output
Dual-Output 0-+10V

D-to-A Converter
Dual-Output 0-20 mA or

4-2O mA D-to-A Converter
Capnometer
Power Supplies
Wand
DATACAPiIOOO

Feb. 1981

Ian. 1981
Nov. 1981
Iuly 1981
Mar. 1381
Mar. 1981
Sept. 1981
Sept. 1981
Sept. 1981
Sept. 1981
Apr. 1981
Iuly 1981

July 1981

Iuly 1981

July 1981
Iuly 1981

Iuly 1981
Iuly 1981

Iuly 1981

1981
1981
1981
1981

D
Feb. 1981
Dec .  1981
Oct.  1981

fune 1981
Aug. 1981

E
Dec. 1981
May 1981
Dec. 1981
Oct.  1981

IuIy 1981
Mar.  1981

86624

9111A
98728
99154
100234
108114JB
143604
143614
16095,t
160964
32260F.
444271'

444221l

444251.

444261'
444271^18

444284
444291.

444304

47270l^
65000A Series
821534
92080A

Ian.
IuIy
Iuly
Ian.

Ian.
Mar.
Ian.
July

Iuly
Apr.
IuIy
July

Iuly
Sept.
Oct.
Oct.
Aug.
Aug.
Aug'
Nov.
Sept.

1981
1981
1981
1981

1981
1981
1981
1981

1981

1981

1981
1981
1981
1981

1981
1981
1981
1S81
1981
198 1
198 1
1981
1981

Sept.
Aug.
Ian.
Ian.

May 1981
Mar. 1981

May 1981

Ian.  1981

June 1981
Feb. 1981
Feb. 1981
Dec. 1981

June 1981
Apr.  1981

]nly 1981

Jan. 1981
Feb. 1981
Dec. 1981

DeVries, Robert L.
Dias, J. Fleming
Dorward, Peter H.
Dowell, Richard I.
DueII, Arthur W.

Eaton, Steven G.
, Eidson, lohn C.

Elliott, Scott S.
Epstein, Howard C
Epstein, James S.
Estes, Marvin F,

PART 3: Model Number Index
Model

HP.41C
HP-854
HP 1000
HEDS-1OOO

1350s
2626F^
HEDS-3OOO
30544

3054C

3054DL

3437 A
34564

3497 A

3498A
4192,t
47001^
HEDS-5OOO
60124
60244
HPWR-6501
75804
81614

A
Adams, Charles A.
Ainsworth, Gerald L,
Apte, Ravi M.
Aue, Peter

B
Bailey, Paul W.
Baker, Thomas H.
Baron, Wayne D.
Bartlett, Debra S.
Black, Kyle M.
Borowski, Donald T.
Bracken, Diane F.
Bray, Robert C.
Brooksby, Merrill W.

Data Acquisition/Control Iuly
System

Automatic Data Logging Iuly
System

PART 4: Author Index
Mar. 1981
Feb. 1981

]une 1981
Sept.  1981

Aug. 1981

|une 1981
Oct.  1981

Ian.  1981

fune 1981
Feb. 1981

|une 1381
Dec. 1981

|une 1981

Bugely, Faith L.
Burgoon, J. Robert

c
Cannon, Michael J.
Cardwell, Susan M.
Castro, Patricia L.
Chan, Bill S.
Chisholm, Hamilton C.
Chu, Yen C.
Clare, Christopher R.
Clark, Charles A.
Clarke, Eric L.
Conklin, David R.
Crilly, William J., Jr.
Cross, Peter S.
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F
Federman, Nancy C.
Flower, Terry L.
Frankel, Andrea K.

G
Gaullier, Francois
Gilbert, Robert A.
Graham, Gordon C.
Griffin, Daniel l.
Groves, Timothy R.
Gyma, Dennis W.

H
Haase, Wayne C.
Hamilton, Bruce
Hanson, Fred L.
Hardage, P. Kent
Haselby, Robert D.
Hassun, Roland
Haugh, Samuel R.
Haydamack, William f.
Heger, Thomas f.
Hennessee, Lany W.
Hester, Richard L.
Heyl, Lawrence E.
Hsu, Tsen-gong Jim
Hyde, John W.

I
Ishak, Waguih S.
Ives, Fred H.

J
fones, Lawrence T.
fones, Vincent C.

K
Kaplan, Ronald l.
Karrer, H. Edward
Kelly, John
Khalily, Ebrahim
Kinsell, David A.
Koerper, Steven J.
Kovalick, Albert W.
Krieger, ]ohn J.
Kuo, Huei Pei
Kurtz, Barry D.
Kusters, John A.

L
LaBarre, Lawrence
Laing, Virgil L.

Apr.  1981
Nov. 1981
Nov. 1981

Jan. 1981

luly 1s81
Mar. 1S81

June 1981
May 1S81
Aug. 1981

May 1981
May 1981

June 1981

fune 1981
Nov. 1981
Feb. 1981
Nov. 1981

fune 1981

Iuly 1981
Nov. 1981

Iuly 1s81

Iuly 1981
May 1981
Aug. 1981

Dec. 1981
Feb. 1981

Apr.  1981

July 1981

Nov. 1981
Dec. 1S81
May 1981

fune 1981

Ian.  1S81
Oct.  1981
Feb. 1981
Sept.  1981
May 1981
Apr.  1981
Mar.  1981

Oct.  1981

Iuly 1981

May 1981
Oct.  1981
May 1981
Aug. 1981
May 1981
Oct.  1981

Jan. 1981
Nov. 1981

Nov. 1981
Oct.  1981
Feb. 1981

fune 1981
May 1S81
Sept.  1981
Dec. 1981
Nov. 1981
Aug. 1981
Aug. 1981

Sept.  1981

fune 1981
Dec. 1981

fune 1981
Sept.  1981
Nov. 1981
Aug. 1981
Nov. 1981
Feb. 1981

July 1981
Apr.  1981

]an.  1981

Ian.  1981
Feb. 1981
Dec. 1981
Aug. 1981
Mar.  1981

Oct.  1981

Schaper, Dale W.
Scheffer, Louis K.
Scherer, Dieter
Schudy, Robert B.
Schwartz, Daniel R.
Scudder, Ronald K.
Seipel, Winfried
Shimizu, Takeo
Shreve, William R.
Smith, Richard B.
Solomon, Rodney J.
Son, Myungsae
Staas, Gary C.
Stavely, Donald J.
Steiner, Robert M.
Steinmetz, James H.
Stewart, Lowell f.
Sukumar, Srinivas
Sweetser, David f.

T
Terrien, Mark E.
Tiefert, Karl H.
Tsang, Dah Wen
Townsend, Robert S.
Tucker, Michael G.
Tyler, Charles E.

U
Uebbing, John f.

Ura, Frank

v
w

Watts, Kenneth F.
Watts, Michael P.C.
Weaver, Edward G., fr.
Wiese, John D.
Wilson, Robert L.
Winston, Loretta E.
Wolpert, David L.

x
Y

Yagi, Kanuyaki
Younge, Robert G.

z
Zimmer, Donald, fr.

Nov. 1981

fune 1981
Feb. 1981
May 1981
Aug. 1981
May 1981
Aug. 1981
Sept.  1981
Dec. 1981
Nov. 1981
Sept.  1981
Nov. 1981
Mar. 1981

Ian.  1S81
Apr.  1981
Mar.  1981
Nov. 1981
Mar. 1981

Iuly 1981

Dec. 1981
Aug. 1981
Aug. 1981
Nov. 1981

June 1981
Oct.  1981

fan.  1981
Oct.  1981
May 1981

Irrly 1981
Dec. 1981

Ian.  1981
Mar.  1981
Mar.  1981
Apr.  1981

Iuly 1981

Sept.  1981
Oct.  1981

Mar.  1981

Lee, Howard F.
Leonard, Mark G.
Lewis, Robert B.
Li, Victor
Lindberg, Earl E.
Lo, Clement C.
Lubin, Donald L.
Lynch, George W.

M
Martini, Neal f.
Mason, Martin K.
Mathiesen, Donald W.
McCalla, William f.
Merja, Charles L.
Merick, Edwin B.
Mierzwinski, Marek E.
Mostafa, Hatem E.
Myers, Richard
Myers, Robert L.

N
Narimatsu, Yoh
Negrete, Marco
Neukermans, Armand P.

o
Osborne, Ian F.
Overton, Mark A.
Owen, Geraint

P
Packard, David
Parker, Russell A.
Patterson, Marvin L.
Peck, Robert D.
Perach, David f.
Platt, David L.

o
R

Redding, Patricia A.
Ressmeyer, James J.
Revere, Thomas L., ilI
Richard, Steven H.
Richardson, John W.
Rissman, Paul
Roland, W. Vincent
Roy, Jean-Claude

S
Scampini, Steven A.

May 1981
Nov. 1981
May 1981

Hewlett-Packard Company, 3000 Hanover
Street,  Palo Alto Cal i fornia 94304
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